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Ron Zeolite

Spectrum processing :

Peak possibly omitted : 4.655 keV

Processing option : Oxygen by stoichiometry (Normalised)

Number of iterations = 3

Standard :

Al Al203 1-Jun-1999 12:00 AM
Si Si02 1-Jun-1999 12:00 AM
S FeS2 1-Jun-1999 12:00 AM

K MAD-10 Feldspar 1-Jun-1999 12:00 AM

L

Ca Wollastonite 1-Jun-1999 12:00 AM

! 100pm ' Electron Image 1

Cu Cu 1-Jun-1999 12:00 AM
Mo Mo 1-Jun-1999 12:00 AM

Pt Pt 1-Jun-1999 12:00 AM

Element | Weight% Atomic%  Compd% Formula

Al K 0.22 0.22 0.41 Al203
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Comment: Full Scale 50776 ctz Curzor: 0.000 ke
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