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NOTES AND NEWS
PARATELLURITE, A NEW MINERAL FROM MEXICOI

Gr<rncn Swrrzen, f lnited States l{ational Museum, Washi.ngton, D.C.
aNt Howano E. SweNsoN, National Bwreau of

Slandard.s, Washinglon, D. C.

fNrnolucrron

Tellurium dioxide, Teoz, occurs in tetragonal and orthorhombic di-
morphous forms. orthorhombic Teoz is found in nature as tellurite. fhe
tetragonal form, well known as a chemical compound, has been found
associated with tellurite and native teilurium at cananea, Sonora,
Mexico. The name paratellurite is proposed for the new mineral.

TernacoNar TBrrunruu DroxrnB
The structure of tetragonal reor has been determined by stehlik and

Balak (1949), who found that it has either the space group pa,2,2 or p412,2
with 4(TeOr) per unit cell.

Panaror,runrro

Paratellurite occurs very sparingly with teilurite in thin seams in na-
tive tellurium as an alteration product of tellurium and tellurite.

The mineral is very fine grained, grayish white in color, with a resinous
to waxy luster and hardness of 1. A specific gravity of 5.60 was deter-
mined on a 13.7 mg. sample with the Berman balance. This value is
apparently low due to the fine-grained nature of the materiar. The carcu-
lated density is 6.017 gms./cm.B. rndices of refraction are greater than
2 .05 .

I Publication authorized by the Secretary, Smithsonian rnstitution and the Direcror
National Bureau of Standards.
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Tasrn 1. Trr.lumulr (IV) Oxror, Panartr.lunrrr, TeO: (Tnrnecox.Lr,)
(Cu, 1.5405 at 25' C.)
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Synthet ic  (Johnson Mal they Co.
Ltd. ,  London)*

Paratellurite. Sonora. Mexico
u.s.N.M. R8861
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Lattice Constants

Synthetic Paratellurite

oo:4.809 A
co:7  .614
Cal. density:6.019 g/cm.3

ao:4  810 A
co:7 613

:6.017 g/cm.3

s N.B.S. Circular 539, Vol. 7, page 56 (1957).
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Harry J. Rose, of the United States Geological Survey. Only Te was found
in amounts greater than a few tenths of a per cent. The analysis follows:
Te  ma jo r ,  5n .04 /6 ,  Pb .004 ,  Mn .02 ,  Fe .06 ,  Z r  . 01 ,  Mg .04 ,  Ca .05 ,  Ba

.01. (Al .2 and Si .5/6 were found but are due to impurity.) Selenium was
looked for but not detected. The sensitivity of Se is poor by this method

and quantit ies as high as 10 per cent may not be detected. However, the
fact that the unit cell dimensions of paratellurite and "specpure" TeO2

are practically identical would indicate that if any Se is present it is

mlnor.
Paratellurite occurs as a fine-grained crystall ine aggregate, either mas-

sive or pseudomorphous af ter tellurite. Some well-definedtelluritecrystals
are transparent and unaltered; others, while retaining the tellurite crystal

form, are in part or entirely alLered to paratellurite. That these latter
paratellurite "crystals" are fine-grained aggregates rather than single

crystals was demonstrated by placing the tip of one in an r-ray powder

camera. A powder-type diffraction pattern was obtained without grind-

ing the sample.
The relationships described above clearly indicate that the ortho-

rhombic form of TeOz was the first to form, but that the tetragonal form

is the more stable.
Attempts to synthesize orthorhombic TeOr were unsuccessful, whereas

tetragonal TeOz can be readily prepared by heating Te in air at 400o C.

An attempt was made to convert tetragonal TeOz to the orthorhombic

form by heating it in a hydrothermal bomb at 300' C. and 30,000 psi for

four days. The tetragonal form persisted.
A sample of tellurite (orthorhombic TeOz) from Mexico was run with a

high temperature r-ray specimen mount on a difiractometer to deter-

mine the inversion point to the tetragonal form. The inversion took place

at between 600o and 650' C. The change in the natural material appar-

ently took place at a much lower temperature since tellurite and para-

tellurite occur in native tellurium, and tellurium has a melting point of

452" C.
The specimens of native tellurium with tellurite and paratellurite

upon which this work was done were purchased from mineral dealers

and are in the United States National Museum collections under num-

bers R8861 and C5995. The locality was given as Cananea, Sonora,

Mexico. Richard V. Gaines (personal communication) reports that the

material probably came either from La Moctezuma, or the Santa Rosa

mine, near Cananea.
RrmnnNcr
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Commun., 14, 595-607 (1949).




