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ABSTRACT

Infrared spectra of 27 common and rate carbonates are described. Each carbonate

shows characteristic absorption bands, some of which difier more or less from published

curves. Among the isomorphous members of the calcite, dolomite, and aragonite groups,

a noteworthy shift of absorption bands takes place with longer wave lengths corresponding

to an increase in cation radius or mass. The spectral difference between the more common

groups may be related to crystal structure. The spectral relationships among the minerals

of several groups are not well known, due to the complicated composition and crystal

structure. Infrarecl active groups of CO:, HCOr, HrO, OH, and SOr dominate the absorption

characteristics.

INrnooucrroN

The infrared spectra of anhydrous carbonates among minerals and

chemical compounds have been studied to some degree by Schaefer and

Schubert (1916), Schaefer et a"l. (1926), Menzies (1931), Halford (1946)'

Hunt et al. (1950), Adler et al. (1950), Mii ler and Wilkins (1952), Keller

et al. (1952), and Hunt and Turner (1953). Yet a comprehensive infrared

survey of the various carbonate mineral groups using a precision spec-

trophotometer does not appear to have been made.
In this study it is proposed to furnish systematic data on the infrared

spectra of these carbonate minerals, and to infer in general terms the

correlation between spectral changes and internal structure. The inter-

pretation is incomplete because of the limited number of sampies of

satisfactory purity and the partial knowledge of the crystal structure of

several carbonates. I lowever, a distinct spectral relationship may be

demonstrated among members of isomorphous groups' while both major

and minor absorption bands appear to be diagnostic for each mineral'

PnocBpunB

The samples examined were obtained primarily from the mineral

collections of Columbia University, supplemented by specimens from the

American Museum of Natural History, New York, and the United

States National Museum, Washington, D.C. (Table 1). AII were checked

optically and trona, kutnahorite, gaylussite, schroeckingerite, and

andersonite were examined by r-ray diffraction (Table 1) ' Samples con-

taining recognizable impurit ies were eliminated. Infrared specta were

obtained with a Perkin-Elmer Model 21 double beam recording infrared

* Visiting Professor from National Taiwan University, 1958-59.

3 1 1



312 C. K. HUANG AND P, F. KNRR

T,{lr,B 1. CensoNarn MrNnn,lr,s ExaurNBn

Minerals and Groups* Optics l[easured

Acid Carhonates
5 Nahcolite, NaHCOT Mon.

R i8e ,  Co lo .  (Am.M.  23281** )
6 Trona,NaaI-I(COa)r.2HrO-Mon.

Orvens Lake, Calil

Anhydroas N ormal Carbonates
Cal.ite Grcup

7 Magnesite, MgCOs-Hex R.
Chewelah, Wash.

8 Smithsonite, ZnCOr-Hex R.
Magdalena. N. M.q  S ider i te ,  FeCOr  -Hex.R.
Westphalia

l0 Rhodochrosite, MnCOr Hex R
Butte, Mont.

I I (-alcire, CaCOr Hex.R.
Butte. Mont.

12  Ca lc i te ,  CaC(  h-Hex R
Mineral Point, Wis.

Doloni!e Gnup

a(1  410,  -7 :  1  582,  ( - )2V la rge

a:  1 .415,  .y :  1 .  540, .y  -a  :0 .  12 ,< ,  ( - )2 \ r  la rge

a:1  690,  e :  1 .602,  Un iax . ( - )

c :  1  .730,  Un iax  (  - )

e :  1  713,  Un iax  ( - )

e :  1  692,  Un iax  ( - )

o :  1  660,  e :  I  570,  Un iax  ( - )

a : 1 . 6 6 2 ,  c :  1  5 6 8 ,  U n i a x  ( - )

o :  I  680,  e :  1 .590,  Un iax . ( - )

@:  1 .695,  e :  1  602,  Un iax  ( - )

u: | .742, e: 1 630, Uniax ( -)

a :  l  - 5 2 7 , 1 :  1  6 8 0 ,  7 - a : 0  1 5 3 ,  ( - ) 2 V s m a l l

a i l  525 ,a ' .  1  675,^y-a :O 150,  ( - )2Vsmal l

a :  1  5 2 . 5 , 7 : 1  6 8 0 , 7 - a : 0 . 1 5 5 ,  ( - ) 2 V  s m a l l

c :  1  5 2 0 , 1 :  1 . 6 6 6 , 1 - a : 0  1 4 6 ,  ( - ) 2 V s m a l l

a :  1  5 . j 0 , 7 :  1 . 6 7 7 , 1 - a : O  1 4 7 ,  ( - ) 2 V  s m a l l

I  82  )a )  1 .780,  ( - )2V smal l

a :  |  425 , ' r t  |  523 ,  7 -a :0 .098

o:  1  504,  7 :  | .572,  t  -a :0 .O68,  (  * )2V smal l

a :  1 . 4 5 0 ,  t t  1 . 5 2 0 ,  ' y - a : 0 . 0 7 0 ,  B i a x  ( - )

a :  1 . 4 5 0 ,  . y t  1 . 5 2 0 , . y - d  : 0 . 0 7 0 ,  B i a x  ( - )

a'. 1 493,1'. 1 540, .y -a :0 047, ( -)2V small

t :  |  5 2 2 ,  e : 1 . 5 4 0 ,  e - o : 0  0 1 8 ,  U n i a x . ( + )

z: 1 .588-1 600, some show double refraction

a:  1  650

a : 1 . 7 2 8 , 7 ) 1 . 8 3

n i  |  513

1 3

l4

l - )

t 6

1 7

1 8

l 9

20

2 l

22

a 7

2 4

2 5

26

2 7

28

29

30
F{
3 l

_ -*Unlessotherwise indicated specimens are from the Columbia University collection. Grouos are after
Palach_e, C.,_ Berman, H., and Froidel, C. (1951), The system oI mineralogy, 2, lth ed., John Wiley & Sons,
Inc.. New York. 132.

** Am.M.: American Museum of Natural Historv. New York.
t \at.M.: United States National Museum, Waihington, D. C.
cr Index on cleavage.
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INFRARDD STUDY OF CARBONATES

I'rc. 1. Infrared soectra of reference chemical compounds'

spectrophotometer, using a NaCI prism through the spectral range 2 to

15 microns.
The method of sample preparation for infrared examination corre-

sponds to the procedure by French et al. (1954) using the pressed pellet

technique. In order to reduce Iight scattering, which causes a decrease

in transmission and the degree of resolution, each sample was ground to

less than 300 mesh in an agate mortar. A 400 to 500 mg. KBr plate, 13

mm. in diameter and 1 mm. thick, containing 1-2 mg. of the sample

and compressed under a force oI 2,200 ibs. on a disc 13 mm. in diameter,

was found to be most satisfactorv.

INlnenno Spncrn.q.

Ref er en c e c hemi c al c o m p o unds

The spectra of the significant reference compounds KBr, MgO, CaO,

and NazCOa are compared in Fig. 1, while the approximate numerical

positions of absorption bands and corresponding intensities of absorp-

tion are Iisted in Tabie 2. Potassium bromide shows six absorption bands

of medium to weak intensity, which include peaks at 2.85 and 6'00

microns caused by absorbed moisture, also two small shoulders at 4'15

and 4.35 microns. In the infrared curves shown, where KBr is used as a

313



314 C. K. I IUANG AND P. F. KERR

Frc. 2. Infrared spectra of acid carbonates

mounting medium, the corresponding effects are eliminated in the
tables and the peaks influenced in the graphs are marked with asterisks.

Magnesium oxide has sharp absorption peaks at 6.70 and 7.00 microns
and weak bands at 11.30 and 12.50 microns (Fig. 1). carcium oxide shows
a single weak broad band at 6.70-7.00 microns, with a strong peak at
2.85 microns caused by absorbed water. The spectra of magnesite and
calcite (Fig. 3) show that bands characteristic of the oxides are weak or
absent, indicating a greater influence on the curves of infrared active coe
groups. Sodium carbonate shows strong absorption at 6.90 and 11.35
microns and weak bands at 3.95,5.S7, 14.25, and. 14.40 microns caused
by CO3, which suggest the spectra of the aragonite group (Fig.4).

T.rel,n 2. AnsonprroN BaNos ol.rnr RnlnruNcn Crrturclr, Coupouxls

Chem
No. Com-

pound
Positions of Absorption Bands*

1 KBr 2 85M
3 5 1 0

2 MgO

6.00w
1667
6 . 8 ? W
1456

6 . 7 0 M  7 . 0 0 M
1,193 1429

6 70-  7 .00w
1493- 1429

5 . 5 7 W  6 . S 0 S
1795 1450

3 . 3 s W
2990
3 .45W
2900

4  1 5 W
2 4 t O
4 . 3 5 W
2300

9.O2W
1 1 1 0

1  1 .30w
885

1 2 . 5 0 W
800

CaO 2 .855
3 5  l 0

NazCOr 3 95W
2530

1  1  . 3 5 S
8 8 1

14 25W
702

14.40W
694

t Wave numbers (cm-t) are given below the corresponding wave length values (p). S: strong, M: medium,
W: weak.
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Aciil carbonates

In this group the spectra of nahcolite and trona show a partial simi-

Iarity in absorption, although the structural relationships between the

two are not well known (Fig. 2 and Table 3)' In trona, two strong peaks

caused by water of crystall ization appeat at 2.83 and 5.92 microns' In

nahcolite, which has no molecular water, double maxima occur around 6

microns, which suggest some hydration during sample preparation (Kel-

Ier et al., 1952). Absorption bands caused by the HCOr $roups seem to

occur near 5 and 7 microns, in addition to those near 10, t2, and t4

microns (Miller et al., 1952).

Tlsrn 3. AnsomttoN Belos ol rnr Acro C,msoN,atns

No. Mineral Positions of Absorption Bands

315

5 Nahcolite 5 . 1 5 W  6 . 1 3 M  7 . 1 0 M
1940 1630 1409
5 . 9 7 M  6 . 8 5 W  7 . 6 0 5
1675 t460 1316

5.92M 6 .80S

9.55W 11.95M 14.40s
1047 837 694
9.66W
1035

9 . 4 5 W  1 1 . 7 5 M  1 4 . 7 0 M -
1058
9 65W
1037 851 681-

Trona 2.835

3530 1690 1472

Colcite and d'olomite grou/s

The infrared spectra of the calcite and dolomite groups are charac-

terized. by three prominent absorption maxima at 6'90-6.97 ' ll'28-

11.55, and t3.36-t4.02 microns and two minor peaks at 3.92-3-97 and

5.47-5.52 microns, as shown in Fig.3 and Table 4. These bands are all

considered. to be caused by the CO3 groups in the crystals. Although the

minor absorption bands are poorly expressed in some spectra, they ap-

pear when satisfactory resolution is achieved. The consistent character of

the infrared spectrum for a mineral species is illustrated by the two sam-

ples of calcite from different localities, which show essentially identical

absorption bands. Halford (1946) has determined from an analysis of

space group characteristics the existence of four molecular frequencies for

the COg ions in calcite, of which three are active in the infrared spectrum,

also of six infrared active molecular frequencies in aragonite.
The similarity of the minerals of the dolomite group to the calcite

group in atomic structure (Bragg, I9l4; 1937; Wyckofi and Merwin,

1924) is reflected in the infrared spectra indicated above, as well as two

absorption bands of dolomite between 11 and 12,and 13 and 14 microns
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Tasr,p 4. AssonprroN Baxos or rrrn Calcrrr

KERR

,tNo Dolol.rr Gnoups

No. Mineral Positions of Absorption Bands

Magnesite

Smithsonite

Siderite

Rhodochrosite

Calcite

Calcite

Dolomite

Ankerite

Kutnahorite

5.50w 6 .90s
1818 1450

3.95W 5.47W 6.95S
2530 1830 1440

5.50W
1818

3 . 9 5 W  5 . 5 2 W  6 . 9 8 S
2530 1810 1433

3 . 9 3 W  5 . 5 2 W  6 . 9 7 S
2545 1812 1435

3 . 9 2 W  5 . 5 0 W  6 . 9 7 S
2550 1818 1435

3.95W 5.50W 6.90S
2530 1818 1450

3.95W 5.48W 6.90S
2s30 1825 1450

3 . 9 7 W  5 . 5 0 W  6 . 9 7 S
2520 1818 1435

1 1 . 2 8 S  1 3 . 3 6 M
887 748

1 1 . 5 0 S  1 3 . 4 5 M
870 743

7 . 0 3 s  1 1 . 5 5 S
1422 866

1 1 . 5 3 S
867

rl.42s
876

1 1 . 4 0 S
878

1 3 . 5 8 M
737

1 3 . 7 6 M
727

1 1 . 3 5 S  1 3 . 7 0 M
881 730

1 1 . 4 0 S  1 3 . 7 7 M
877 726

1 1 . 5 0 S  1 3 . 8 7 M
869 721

14.03M
7 1 2

14.02},{
/  l 5

t 1

l 2

13

14

1 5

which l ie between those of calcite and magnesite. These two absorption
bands appear to be shifted to longer wave lengths as the divalent cations
in the mineral increase in atomic radius, in the order magnesite, smith-
sonite, siderite, rhodochrosite, and calcite in the calcite group, and dolo-
mite, ankerite, and kutnahorite in the dolomite group (Fig. 3). This rela-
tionship has been mentioned by Adler et al. (1950) and Keller et al.
(1952). The bands between 13 and 14 microns are the most diagnostic
and have been applied in both qualitative and quantitative determina-
tion of the mineral constituents of rocks (Hunt and Turner, i953).It is
conceivable that the Ionger inter-atomic distances caused by larger cat-
ions may result in lower frequencies, that is, Ionger wave lengths.

Aragon'ite group

In the minerals of the aragonite group, major absorption peaks appear
at 6.70-7.13, 11.40-11.90, and 14.03-!4.77 microns, and minor bands at
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Fro. 3. Infrared spectra of the calcite and dolomite groups'

3.93-4.00,5.53-5.75, and9.22-9.48 microns (Fig. a and Table 5)' The;ab-

sorption bands between 11 and t2 and between 14 and 15 microns show

double maxima in aragonite, but only one peak in witherite and cerussite.

Strontianite has one peak at 11-12 microns and double bands at 14-15

311
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Fro. 4. Infrared spectra of the aragonite group.

microns, somewhat intermediate between aragonite and witherite. The
strongest band near 7 microns appears essentially as a broad band in
aragonite, and splits into two peaks in cerussite. Three spectra of arago-
nite from different localities are consistent in major features, although
they differ moderately in the intensity of absorption in some maxima.
Minute protuberances in the curve of aragonite from Livermore, Califor_
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T.csln 5. Ansonpttolt BaNos or lnn Anecolrtn Gnoup

Positious of Absorption BandsNo. Mineral

16 Aragonite 3.95W
2530

17 Aragonite 3.95w
2530

Aragonite 3.93w
2545

Strontianite 3.97W
2520

5  55w  6 .?0  -? .00s  9 .22w  11 .42M 14 .03M
1803 1493 -1429 1085 875 7t'2

11 .63s  14 .30w
860 699

1 8

5 . 5 5 W  6  7 2 S
1E03 1490

5 53W 6.70  -7 .00S

1808 1493 -1429

5 . 5 ? W  6 . 8 0 S
li95 l4r'O

4 . 0 0 w  s . 6 s w  6 . 9 2 S
2500 1770 1445

9 .22w  r1 .40w  14 .03M
1085 87 7r2

11 63s 14.30w
860 699

9.22w 11.42s 14.03M
1085 875 7 12

11 .63M 14 .30
860 699

9  30w  11 .63s  14 .15W
1075 860 707

14.30w
699

9 .40w  11  63s  14  43s
1064 860 693

20 Witherite

Cerussite 5  75W 6  95s  7 .13s  9 .48w  11 .90M 14  77s
1740 1440 1404 1055 841 677

nia are probably caused by impurities. The infrared spectra obtained

on common carbonates by previous workers (Adler et al., 1950; Keller et

al., 1952) show somewhat difierent positions for the absorption bands,

but the minor peaks are incompletely shown, which may be attributed to

the purity of the samples or the sensitivity of the instrument.
The shift of the absorption bands is more apparent than in the calcite

and dolomite groups. Apparently it follows the sequence of increase in

atomic weight rather than atomic radius. The strong bands in the areas

11-12 and 14-15 microns and also other maxima, including even minor

peaks, are shifted to longer wave lengths, as the cations in the mineral be-

come heavier, in the order of aragonite, strontianite, witherite, and cerus-

site. Also, the larger cations of the minerals of this group cause the ab-

sorption bands to occur at longer wave lengths between 14 and 15, rather

than between 13 and 14 microns, as in the calcite-dolomite group. The

condition that larger atomic masses may yield to longer wave lengths

arises from the equation

where u: frequency of vibration in cm-l, c: velocity of l ight, a: reduced

mass of the vibrating atoms, k:Iorce constant (Barnes et aI., 1944).

't,

2rc
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A comparison of the spectra indicates that the positions of the absorp-
tion bands are affected by the cations present, but the spectra are domi-
nated by the COr groups. In the spectra of a calcite and dolomite groups,
the weak absorption bands between 9 and 10 microns are absent, and no
double peaks appear. This difference may be explained by the structural

Frc. 5. Infrared spectra of hydrated normal carbonates.

difference, since in rhombohedrai calcite the coa group is placed so that
each oxygen atom is in contact with two calcium atoms, while in ortho-
rhombic aragonite each oxygen atom is in contact with three calcium
atoms (Brag g, 1937 ; Adler et al., 1950; Keller eL al., l9S2).

observations on carbonate mixtures were made by Kerer et al. (r9s2)
on artificial mixtures of calcite with aragonite, and calcite with mag-
nesite. The curves of the mixtures were noted to contain all the peaks

Sear les  Lake,
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characteristic of the spectrum of each individual constituent. However,

dif ierences were observed between the spectra of dolomite and a calcite-

magnesite mixture, since the former is a distinct mineral species, while

the Iatter is a mechanical mixture.

H y d,r ated, normal carb onates

T,q.sln 6. AssonpfloN Bawos ol'rnB Hvoterro Nomtlr' CennoN'trns

No. Mineral Positions of Absorption Bands

321

23 Pirssonite

24 Gaylussite

22 Thermonat l i te  2 .82M 6 .28S 7 .00S
3540 1592 1429

7 .28W

9 .57W 10 .82W 11 .75w  13 .02w
1045 924 851 768
9 .85w
1016

11 .53w  14 .2sw
867 102

11 .45w  13 .92w  14 .48w
873 718 691

11 .42M 13 .92w  14 .45w
876 718 692

10 .95M 11 .85w  13 .55W
913 844 738

9  27W 10 .95M 11 .10s  13 .75w  14  35W
1080 gr3 901 727 697

11 80w
848

2 .8sM 6 .705  7 .055  9 .35W
3510 1493 1419 1070

2 . 8 5 M
3510

7 .05S
!419

25 Gaylussite 2.905 7'055
3450 141.9

26 schroeckinger i te 2 85M 6.42s 7.20s 8.62w s.12M
3510 1558 1390 1160 i098

27 Anderson i te  2 .85S 6 .33S 7 .22s
3510 1580 1385

6 52M
1535

maxima attributed to the COa groups at6.70-7.22 and between 11 and 15

microns. In add,ition, a characteristic absorption band caused by the SOn

radical appears at 9.12 microns in schroeckingerite. A sil icate impurity

appears to have been present in the samples of thermonatrite and pirs-

.ottit", resulting in small peaks between 9 and 11 microns (Miller et al.,

1952; Keller et al., 1952). The two spectra of gaylussite from different

localit ies show closely similar absorption bands'

The carbonate minerals of this group are more complicated in chemical

composition and crystal structure' and the relationships between the

infrared spectra and atomic structure are not well known. Ilowever, the

similarity of schroeckingerite and andersonite in infrared spectra suggests

a possible structurai analogy between the two uranium minerals'

Schroeckingerite is orthorhombic, pseudo-hexagonal in form (Hurlbut,
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r l va  iu ra l ta  r i  c r

Frc. 6. Infrared spectra of carbonates containing hydroxyl or halogen.

1954), and andersonite shows a rhombohedral lattice (Axerrod et al.,
1951). rnfrared curves are somewhat alike, but the x-rav diffraction
patterns difier.

Carbonates containing hyd,roryl or halogen

The absorption bands of four representatives of this group, zaratite,
malachite, azurite, and northupite, are shown in Fig. 6 and Table 7 . Char
acteristic strong maxima due to hydrogen bonds (Keler and pickett,
1950) appear at 2.85 microns. In zaratite a band caused by water of
crystall ization occurs at 6.25 microns, in addition to a band caused by
hydroxyl bondipg. The absorption bands caused by the CO3 groups
occur chiefly near 7 microns as strong peaks and at wave Iengths Ionger
than 9 microns as two or more maxima of varying intensity. rn azurite
and northupite a weak band occurs at s.40-5.47 microns, comparable to
bands yielded by the minerals of the calcite and dolomite groups, while
in malachite and azurite a weak peak occurs at 9.10-9.15 microns simi-
lar to the bands given by the minerals of the aragonite group (see Figs. 3
and 4).

The spectral relation to crystal structure is not well known among the
minerals of this group. Malachite belongs to the space grotp p21fa
(Ramsdell and Wolfe, 1950), and azurite to p21f c (Brasseur, tS3Z). fhe
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Tenr-n 7. AssonlluoN Ber.ros or,rnn c,qRnoN.Arns cox:r.rrNrNC HVnnOXVT- On Hr,ocBN

No Mineral Positions of Absorption Bands
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28 Zaratite 2.855
35 10

29 Malachite 2 .85S
35 10

30 Azur i te  2 .84S 5 .40W
3520 1852

31 Northupite 5.47W 6.785
1830 1475

6 . 8 5 s
1461

6.2ss  7 .05s
1600 1419

6 . 6 2 s  7 . 0 0 M  9 . 1 0 w
1510 1430 1099

7 .  1 7 S  9  5 2 S
1395 1050

6  6 3 5  7 . 0 3 S  9 . 1 s W  1 0 . 4 7 5
1509 1422 1093 955
6 . 7 8 W

r  1 . 35W
881

1 1 . 9 7 W
835

11  4sM 12 .17M 13 .33w  14 .05w
873 822 750 712

12 90w
7 7 5

11 .9?s  12 .23M 13 .00w
835 817 i69

13 .45w
/ 4 J

1  1  . 3 3 S
882

14.02w
7t3

general similarity in crystal structure which at the same time includes

minor differences is reflected in the infrared spectra. The absorption

bands of northupite correspond to those of the calcite and dolomite

groups, except for the doublet rrear 7 microns. It is worthy of note that

the bands at 11.33 and 14.02 microns are located between corresponding

bands for sodium carbonate and magnesite (see Figs. l and 3). The in-

fluence of chlorine on the spectrum appears to be subordinate, as in the

case of the cations.

CoNcr,usrorq

The infrared spectra of the calcite and dolomite groups are character-

ized by three major and two minor absorption bands attributed to COa,

while those of the aragonite group exhibit three to five major and three

minor peaks, according to the difference in crystal structure. There is also

a definite relation between band shift and the atomic radius or mass of the

cations contained in these isomorphous Sroups.
The minerals of other groups are more complicated in chemicai com-

position and crystal structure, and the mutual spectral relationships are

as yet indefinite. However, the absorption bands caused by the infrared

active groups, such as COs, HCOa, H2O, OH, and SOa, are revealed, and

the spectrum is diagnostic for each mineral.
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