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X-RAY STUDY OF SIX-LAYER ORTHO-SERPENTINE

I. KnsreNovrl, Department of Geophysical Sc.iences, (lniversity oJ
Chioago, Chicago,Ill,inoisl and S. Pavrovr6, Department oJ Miner-

alogy and Crystallography, Llniaers,ity of Beograd,, Beograd,,
Yugoslavi,a.

Of all the serpentine minerals, the sixJayer ortho-serpentine is least
well characterized. It was originally described by Brindley and von
Knorring (195a) with additional data given by Zussman, Brindley and
Comer (1957),  Zussman and Br indley (1957) and by E.  Olsen (1963).  I t
has been synthesized by Roy and Roy (1954) and by Gillery (1959). The
structure of the mineral is not known and reports on the mode and the
frequency of occurrence are scarce. During the investigation of the miner-
alogical composition of the well-developed serpentinite bodies in yugo-
slavia. The mineral was found to be the main constituent of the black
serpentinite that occurs as lenses in the Paleozoic schists at Korab Mt. As
a pure component it forms thin sheets or lenses interbedded with asbestos
veins in the same region. rt is inferred from the scarcity of secondary
magnetite grains that the rocks prior to serpentinization consisted mainly
of high-magnesian olivine. The mineral is a main constituent of a large
body of serpentinized dunite at Radusa mine. It is always found in re-
gions where serpentinite rocks have been altered hydrothermally.

X-R,q.v INvn srrc,q.rrow

Powder data were obtained from a 19 cm. camera using Cu (Ni-fiI_
tered) radiation, and fiber photographs were taken in a 6 cm. camera. A
fiber photograph of a specimen whose powder pattern is given in column 3
of Table 1, and which is a pure six-layer ortho-serpentine, shows sharp re-
flexions on all Iayer lines which are, however, elongated along Debye
arcs. On the zero layer line 001, 0k0 and a few Okl reflexions were
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1. calculated d values for 6-layer ortho-serpentine, based on unit cell dimensions o:5.31110 005 A,

b :s202+0.010A,  c=43.701o04A,  ob ta inedby the leas tsquarere l inemento f  thedata inco lumn3

2. Indices (ifrl) of the six layer ortho-serpentine based on the above cell dimensions'

3. d values and visually estimated intensities for a pure 6-layer ortho serpentine from Korab Mt,

5. rJ values and intensities of a 6-layer ortho serpentine showing the presence of a small amount of clino-

chrysotile: green serpentinite between asbestos veins, Korab Mt'

i d values and intensities of a mixture of 6-layer ortho-serpentine and clinochrysotile: platy serpentinite

from Korlade
9. d values and intensities of a clinochrysotile with small amount of six-layer ortho-serpentine: platy

serpentinite from Korla6e.

1l & 12. d values and intensities of a pure clinochrysotile (povlen-type): Povlen Mt'

1 3 & 1 4 . I n d i c e s a n d c a l c u l a t e d d v a l u e s f o r s p e c i m e n i n c o l .  l l : b a s e d o q a c e l l  w i t h o : 5 . 3 1 0 t 0 . 0 0 8 4 ,

6=9.204+0.015 A, c=t4,627 +0.025, p=g3ol2,X!5 obtained by the least square refinement.
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Fro, 1. Diagram illustrating fibre photographs of (a) povlen-type clinochrysotile; (b)
six-Iayer ortho-serpentine and (c) mlxture of the two serpentine minerals in approximately
equal proportions. The tail following the 1 10 reflexion is not shown: it varies from one speci-
men to another.
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identif ied. On the first layer l ine, one of the most prominent features of
many of the fiber photographs is a long tail following the 110 reflexions.
On closer examination it can be seen that the "tail" consists of a large
number of reflexions which were previously indexed as Okl reflexions.
These reflexions were not cleariy observed on the zero layer l ine, and in
this paper they are indexed as lkl 's. Other hkl reflexions of medium to
strong intensity are present on all odd layer l ines. On the second and
other even-numbered laver l ines hOl reflexions are the most prominent.

Frc. 2. Electron micrograph of povlen-type clinochrysotile; X8000.

After taking over fifty fiber photographs of a six-layer ortho-serpentine it
became apparent that another serpentine mineral is very often intimately
mixed with it, and this was subsequently identif ied as a "povlen" type
clinochrysoti le (Fig. 1). fn column 5 of Table 1, a pattern of a 6-layer
ortho-serpentine is given which shows an additional l ine of a medium
weak intensity having d:2.463 A. lthir reflexion cannot be indexed on
the basis of a 6-layer cell nor does it have a counterpart on a fiber photo-
grapl. The powder diagram of a specimen given in column 7 shows this
line to be more pronounced and to be accompanied by the disappearance
of 1kl reflexions. In column 9 is a powder photograph of a specimen in
which clinochrysoti le is the predominant component while in column 11
is a powder diagram of a pure povlen-type clinochrysotile. Electron
diffraction patterns of a mixed specimen, as well as fi.ber patterns, all
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suggest that we are not dealing with a simple random mechanical mixture
of two serpentine minerals, but with an intimate intergrowth of the two
components having the a (fiber) axis in common.

The morphological features of povlen-type clinochrysoti le and 6-layer
ortho-serpentine are shown in electron micrographs of Figures 2 and 3.
They cannot be distinguished on the basis of external morphology, and
X-ray powder identif ication becomes diff icult because, with the absence
of weak 1kl or Okl reflexions from the powder diagram, which is often the

Frc. 3. Electron micrograph of six-layer ortho-serpentine; X8000

case, the powder pattern may simulate a mixture of other serpentine
minerals. This is particularly apparent when identif ication of serpentine
minerals is attempted on the basis of powder photographs taken in a
camera of radius less than 9.5 cm. An electron replica micrograph of a
naturally-broken surface of povlen-type clinochrysotile normal to the fiber
axis is shown in Figure 3. With the resolution obtained, it suggests a Iayer
structure.

Where 6-layer ortho-serpentine is a main constituent of the wall rocks
of asbestos veins, the direction of the fiber axis of the clinochrysotile in
the veins and of the 6-layer ortho-serpentine may nearly coincide. This
is the case of asbestos deposits where the veins of clinochrysoti le are in-
terleaved with thin lenses of a pure 6-layer component. Furthermore, the
close association of the two serpentine minerals as described above. is
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additional evidence for the view expressed earlier (Krstanovi6 and Pav-
lovi6, 1964) that the structure of povlen-type clinochrysoti le is not based
on a cylindrical lattice, but on a lattice where structural sheets are at
least partly open.

Frc. 4. Electron replica micrograph of povlen-type clinochrysotile normal
to the fibre axis: 18,000X.
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