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Absfact

Murataite, a new complex oxide with the general formula (Na,Y,Er)+(Zn,Fe)s(Ti,Nb)eOa
(F,OH),, occurs in a pegmatite in the St. Peters Dome area, Colorado. The mineral is cubic,
spaae group F432, Fm3m, or Fm3; a - 14.863(5) A; Z - 8. Strongest lines of the X-ray
p a t t e r n  a r e :  8 . 5 1 ( 3 ) ,  2 . 8 5 8 ( 1 0 ) ,  2 . 4 6 8 ( 6 ) , 1 . 7 4 6 ( 8 ) , 1 . 4 8 9 ( 8 ) ,  a n d  1 . 4 3 2 ( 5 ) .

Megascopically the mineral is black and submetallic; in polished section it is gray in white
light, darker in oil. The reflectance is 13.6 -t- 0.74 percent (air) at 545 nm wavelength.
Murataite is translucent and brown in thin section, and is isotropic to very weakly anisotropic;
n (est) - 2.13. Microhardness HVr* - 827. Density (meas) - 4.69 g/cm"; (calc) - 4.64
g/cm".

Murataite is a very rare accessory in a pegmatite of complex mineralogy that is probably
derived from the alkalic Mount Rosa Granite.

Introduction

Fragments of a black, submetallic mineral found
in debris from a small pegmatite in the St. Peters
Dome area gave an X-ray powder diffraction pattern
that could not be matched with that of any known
mineral. Preliminary examination showed that the
mineral contained an unusual assemblage of ele-
ments including zinc, niobium, and yttrium, which
further supported the possibility that it was a new
species.

Subsequent work showed the mineral to be a new
complex oxide with the ideal formula (Na,Y,Er)a
(Zn,Fe)3(Ti,Nb)6018(F,OH)+. The mineral is
named murataite in honor of K. J. Murata, gee
chemist of the U.S. Geological Survey, in recognition
of his pioneer work in the spectrochemical analysis
and geochemistry of rare-earth elements in minerals.
The mineral and name were approved by the Com-
mission on New Minerals and Mineral Names of the
International Mineralogical Association.

Occurrence

The St. Peters Dome area where the murataite
occurs is well known as a source of many rare min-
erals found in pegmatites related to the Pikes Peak
Granite and the younger riebeckite.bearing Mount
Rosa Granite (Gross and Heinrich, t965, 1966).

'Publication authorized by the Director, U.S. Geological
Survev.

The pegmatite that contains the murataite had
been explored by a shallow pit now almost entirely
filled with debris; consequently, the deposit is no
longer exposed, and all the murataite and other
minerals from the pegmatite were found in the debris
in and near the pit. From the dump material it seems
that the pegmatite consists mainly of quartz and
microcline together with many accessory minerals
including albite, riebeckite, astrophyllite, zitcon,
aegirine, rutile, thorite, pyrochlore, xenotime, g€tr-
thelvite, murataite, and another unnamed complex
oxide resembling murataite but of somewhat differ-
ent composition and completely different X-ray pow-
der pattern (mineral "Y"). The murataite is very
sparse, but it is most commonly found as anhedral
grains or poorly developed crystals that lie at the
contact between astrophyllite and quartz (Fig. 1).

Physical and Optical Properties

Murataite is black with submetallic luster. No
cleavage was noted, but there is a conspicuous con-
choidal fracture. In thin section the mineral is trans-
lucent, brown, and may show very weak anisotrop-
ism. The index of refraction is greater than 2.0 and
is estimated from polished section to be near 2.13.

In polished section murataite is gray with low
reflectance; in oil it is much darker. Reflection pleo-
chroism is slight in air, but distinct in oil. Anisotropy
is very weak in air; it is weak in oil and obscured by
internal reflection. In air the internal reflection is
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Fra. 1. Murataite (M) in polished section showing cubic,
form against quartz (Q). Other minerals are astrophyllite
(A) and mineral Y (Y). Dark areas are mounting media
(B). Reflected light.
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of Hvloo = 827 and a range of 782-870 as deter-
mined on 15 indentations made at l(X)-gram load.
Indentations are straight-sided to slightly concave
and slightly fractured. Microhardness determinations
were made by B. F. Leonard with a Leitz Durimet
hardness tester fitted with a Vickers diamond pyra-
mid and green filter. Descent and indentation periods
were 15 seconds each. The mean microhardness is
equivalent to 6.0-6.5 on the Mohs hardness scale.

X-ray Data

Murataite is considered to be cubic, and the very
weak anisotropism shown by some areas of the
mineral is probably induced by strain. Cubic sym-
metry was determined using X-ray precession photo-
graphs by Mary E. Mrose of the U.S. Geological
Survey. Consistent with this symmetry, the powder
pattern data were successfully indexed (Table 2)
and the unit cell refined by least-squares (Evans et aI,
1963 ) in the cubic system with Fm3m, F432, or Fm3
space group restrictions. This is in agreement with
the initial F432 space group assignment suggested
by Mrose (written communication, 1971). The unit
cell content was then calculated and a structural

faint orange; in oil it is conspicuous and pale orange
to white. Reflectance at various wavelengths was
measured by B. F. Leonard. Reflectance in oil at 589
nm was obtained by the coverglass method of Cam-
bon in accordance with the precautions noted by
Piller (1966). The reflectance values are given in
Table 1.

The mean index of refraction, n, and the absorp
tion coefficient, ft, were calculated from R n and Ruq"
by means of equations (2) and (3) of Gehlen and
Piller (1964). At 589 nm, n = 2.13 and k = 0.
These calculated values are consistent with observa-
tions made in transmitted light that n is >2.0 and
that crushed fragments are translucent on thin edges.

Quantitative color data for murataite in air are:
the brightness value Y is 13.3; the trichromatic co-
efficients are x = 0.303 and y : 0.313; the dominant
wavelength trt = 486 nm, and the excitation purity
p. : 0.028. The color data were calculated from
ttre mean reflectances reported in Table 1 and re-
ferred to I.C.I. standard illuminant C (daylight).
The data specify a nearly neutral surface of low
brightness.

Murataite has a mean microindentation hardness
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Wavelength,
tu

Tlsre 1. Reflectance Measurements* thanide. Cerium subgroup elements and terbium
were below the limit of detection by emission spec-
troscopy and do not appear in the analysis. The
distribution of the other lanthanides in atomic per-
cent as calculated from the X-ray fluorescence analy-
sis is:  Gd 16.2,Dy 19.9, Ho 5.1, Er 27.4,Tm 3.1,
Yb 25.5, and Lu 2.9.

Mineral Y

In collecting murataite for study we noted that
some black submetallic grains associated with astro-
phyllite and quartz were not murataite but another
complex oxide mineral near murataite in composi-
tion. This mineral, differing significantly in physical
and optical properties from murataite, may be an
undescribed species and is presently under further
study. We will refer to it as mineral Y. It is virtually
opaque and is markedly anisotropic in polished sec-
tion. The strongest lines in its X-ray powder diftrac-
tion pattern are: 3.40 (s), 2.93 (s), 2.87 (m), 2.27
( m ) , 2 . 1 , 6  ( m ) ,  1 . 8 2  ( m ) , 1 . 6 2  ( m ) ,  a n d  1 . 4 5  ( s ) .

Tt'stE 2. X-Ray Powder Data for Murataite, El Paso
County, Colorado

h k l d .
- D 5 . =ca lc .

R , Z

470

R^

\ '
Ro-\'

2Ro + 
\,

3

R

L2.7

1 2 . 3

0 . 4

L2.6

12.6  (1 )

Al.r

L 3 . 7  r 3 . 1

1 3 . 3  1 2 . 7

o . 2  0 . 4  0 . 4

r 3 .8  ( r )

1 3 . 6  1 3 . 0

1 3 . 6  ( 1 )  1 3 . 0  ( 2 )

otr

2 , 8  ( 3 )

RefLect@ce neaewed Dtth a Reiche?t photoeleet?ic nicrcphobomexer.
I . |owt press-Leoeled on plat iei .ne, i ,S. set of  nefLect&ce stad-
@ds calib"qted bg Natiowl Phgsieal Ldbo"ato"!, Teddi.ngtm, Eygl@d;
for o-si l iea cubide (earborndm),p = 20.5, 20.1, tg,g, qd 1b.SZ
at 470, 546, 589, and 630 Mj for reut?al gl@a, R = t ! .42% at
589 M. Rair of niaeraL nereured agaireL @bowdun qLV j RoiL bA
Cmbon method mereured in air agairet both st@d@do. ( 

-) 
ualues are

standqd de-uiation of ei,ght seta of ne6wment6 of Rair, h)o ne6-
u?ement6 of RoiL.

formula derived in conformity with the restrictions
imposed by the inferred space groups.

The unit cell edge, as derived by the least-squares
refinement of powder diftraction data, is 14.863 (5)
A, Cell volume is 3,283 (2) A', Z = 8.

The calculated density is 4.64 g/cm".The meas-
ured density is 4.69 g/cfn" obtained by the pycnG.
meter method on 350 u1g of the mineral.

Analysis

Murataite was analyzed principally by X-ray
fluorescence using hand-picked samples of the min-
eral which showed no impurities by X-ray diffraction.
Accidental loss of the major part of our original
sample that had been sent to Washington, D. C.,
for analysis delayed work on the mineral unfil more
could be collected and isolated. All reported analyses
were made in the Denver laboratories of the U.S.
Geological Survey, with the exception of the total-
water determination which was made in the Survey's
Menlo Park, California, laboratory. The quantity of
material available for analytical work was generally
minimal.

The results of the analyses are given in Table 3,
together with our interpretation of cell content. Sev-
eral elements, such as Pb, Sh, Mn, and Ca, are not
considered essential constituents and have been
omitted from the proposed ideal formula of (Na,Y,
Er) a (Zn,F e)s ( Ti,Nb ) 8Or 6 (F,OH ) 4.

Rare-Earth Distribution

Murataite contains a dominantly heavy rare*earth
assemblage, with erbium the most abundant lan-
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Tesr-B 3. Analysis of Murataite"

NEIry COMPLEX OXIDE

three minerals are relatively abundant in the peg
matite where murataite occurs; therefore, we con-
clude that the deposit is related wholly or in part
to the Mount Rosa event.

The pegmatite where murataite occurs seems very
small. Indeed, most of it may be represented by the
material now scattered around the prospect pit. From
this debris the deposit apparently consisted mainly
of quartz and microcline with minor platy albite and
nurnerous accessory minerals of which zircon, rie-
beckite, and astrophyllite are the most common.
Both riebeckite and astrophyllite show varying de-
grees of alteration and replacement. Some riebeckite
has been replaced by aegirine; astrophyllite seems to
be particularly unstable and alters readily to a
greenish chloritic aggregate, or in s'ome samples is
completely replaced by a fine-grained mixture of
quartz and anatase.

No attempt was made to study the total paragene-
tic sequence of this complex assemblage except for
observing the relationship of murataite to the min-
erals with which it is directly associated. Even this
was difficult because of the very few samples con-
taining murataite that were suitable for thin- or
polished-section preparation.

In almost all recovered specimens of murataite,
the mineral is embedded partly in astrophyllite and
partly in quartz. Any crystal faces shown by the
murataite are in contact with quartz (Fig. 1). This
relationship suggests that the murataite developed
on free-growing astrophyllite crystals that were later
enclosed by quartz. Some sections show that mura-
taite has been locally fractured and replaced. Frac-
tures are filled with mineral Y or with quartz and
on an unusual botryoidal form of pyrochlore which
rims the qtJafiz veinlets and which seems to replace
murataite. In one thin section, an atea of murataite,
dissected and partly replaced by mineral Y, is en-
closed in xenotime (Fig. 2).

Murataite is probably an early mineral in the
pegmatite, having formed contemporaneously with
astrophyllite and riebeckite and just prior to quartz.
Where astrophyllite was destroyed by later stage
fluids, the murataite it enclosed was susceptible to
attack and replacement. Replacement of murataite
by mineral Y may have been extensive.

The high ZnO content (12,45 wt percent) of
murataite is of interest inasmuch as zinc minerals are
uncommon in pegmatites. In the St. Peters Dome
area, however, sphalerite was reported by Gross and
Heinrich (1966) as one of the minerals found in
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Extensive replacement of murataite by mineral Y
is shown in thin sections, and it is possible that all
mineral Y represents replaced murataite.

Because mineral Y has a greater magnetic sus-
ceptibility than murataite, the two minerals can be
separated using a Frantz separator. With our equip-
ment, a separation was made at 0.45 amperes, with
a l5-degree side tilt and a 5-degree forward tilt.

Origin of the Murataite

The pegmatites of the St. Peters Dome area have
been considered by Gross and Heinrich (1966) to
be of two types, one related to the Pikes Peak Gran-
ite and the other to the younger alkalic Mount Rosa
Granite. These authors distinguish the two types
chiefly on the basis of elemental and mineralogical
differences. Although many mineral species are com-
mon to both types, 2 fev-116f2bly the sodic min-
erals aegirine, riebeckite, and astrophyllite-are
characteristic of alkalic pegmatites or of rocks that
have been subjected to alkalic metasomatism. These
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Frc. 2. Dissected murataite (M) crystal enclosed in
xenotime (X). Black areas (Y) are mineral Y. Assemblage
cut by narrow veinlet of quartz and pyrochlore (P).
Transrnitted light.

the Mount Rosa-type pegmatites. Genthelvite, an-
other zinc mineral, has been found in several peg-
matites in the area, including the one in which
murataite occurs.

In addition, appreciable zinc was found in both
riebeckite (1.5 percent) and astrophyllite (2.0 per-
cent) from the murataite-bearing pegmatite. The
zinc determinations on these minerals were made
by the semiquantitative six-step spectrographic
method by Harriet Neiman, U.S. Geological Survey.

The occurrence of the two zinc-bearing species,
murataite and genthelvite, and the presence of zinc
in the structures of other silicates may reflect a sulfur
deficiency that inhibited the formation of sphalerite,
which is the most commonly found zinc mineral in
pegmatites.

The occurrence of murataite is somewhat analog-
ous to that of landauite (Portnov et al, 1966), a
titanate of zinc, iron, and manganese, reported from
an alkalic pegmatite in the U.S.S.R.
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