Electron Microprobe Data

Rruff ID: R060175 Mineral: Fiz elyite
Locality: Van Silver mine, Vancouver, British Columbia, Canada

Weight Percents

Analysis #4 #6 #7 #3 #12 #13 #16 #18 #19 #20 Average StDev

Ag 881 9.09 909 911 867 889 918 883 896 874 894 0.18

Pb 37.38 3719 37.37 3743 37.84 3834 36.75 37.03 37.14 37.34 3738 044

Sh 3224 3219 3230 3225 3225 3217 3246 3253 3236 3231 3231 012

S 1958 19.67 1957 19.69 1950 19.74 19.73 19.77 19.70 19.68 19.66  0.09

Totals 98.01 98.13 98.32 9849 98.26 99.13 98.12 98.16 98.16 98.08 98.29  0.33

Cation numbers normalized to 48 S ACN StDev CNISF*
Ag 6.42  6.60 663 660 634 643 664 637 649 6.33 6.48 0.12 6.14
Sh 20.82 20.69 20.87 20.70 20.91 20.60 20.80 20.80 20.76 20.75 20.77  0.09 20.62
Pb 1419 1405 1419 1412 1441 1443 1384 1391 1400 14.09 1412 019 14.00
Totals 4143 4133 41.68 4142 4166 4146 4128 41.09 4125 41.18 4138 0.19 40.76
Ideal Chemistry: Pb;,AQ5Sb,; S5

Calculated Chemistry: Pb14AJs 14Sb2g 62548

Microprobe Calibration Data

Instrument: Cameca SX50 Xtal El Line Pk(s) Bkg(s) Bkg(+) Bkg(-) Standards
Sample Voltage: 15 kV PET Si Ka 20 10 250 -250 chalcopy
Acceleration Current: 20 nA PET Sh La 20 10 250 -300 sh 2
Beam Size: Spot PET Ag La 20 10 300 -400 ag
Date of Analysis: 11/24/04 PET Pb Ma 20 10 300 -600 galena

ACN: Average Number of Cations

StDev: Standard Deviation

CNISF=Cation Numbers in Structural Formulae
*=charge balanced



